
THOMAS 1. KISTENMACHER 

EFFECTS OF CHEMICAL SUBSTITUTION ON THE 
STRUCTURAL AND SUPERCONDUCTING PROPERTIES 
OF SOME HIGH-CRITICAL-TEMPERATURE COPPER 
OXIDE CERAMICS 

The recently discovered high- critical-temperature (Tc) copper oxide superconductors continue to draw 

considerable research effort, and one aspect of this endeavor centers on the effect of chemical substitution 

on structure and superconductivity. Herein, some of the effects of chemical substitution on these properties 

for the superconductors La2-tAt(Cul-xMJO:: (LSCO, where A is typically Ba or Sr; t ~ 0.2; z ~ 4; Tc ~ 40 K 
atx = 0; and M is a divalent or trivalent dopant ion) and YBa2(Cul-xMxhOy (YBCO, where y ~ 7, and Tc ~ 
90 K at x = 0) are presented and analyzed. Two specific topics are addressed: (1) the nature and magnitude 

of the effects of substitution of magnetic and nonmagnetic rare-earth ions for La3+ in the LSCO ceramics and 

for y3+ in the YBeO ceramics; and (2) the complexity, comparability, and consequences of chemical doping 

at the copper sites in both families. Because of the chemical and structural intricacies of these materials, 

these studies are considerably more complex to undertake experimentally, more difficult to analyze quan

titatively, and more demanding theoretically than chemically and structurally simpler systems. 

INTRODUCTION 

One way in which the recently discovered 1,2 high-crit
ical-temperature (Tc) copper oxide superconductors dif
fer from their predecessors is in their degree of chemical 
and structural complexity. Earlier, lower-Tc « 22 K) 
elemental and compound superconductors generally adopt
ed simple close-packed or well-recognized crystalline 
structures. The structural simplicity of these earlier 
materials is illustrated, for example, by the elemental su
perconductor Nb (Tc ::::: 9 K) , which assumes a body-cen
tered cubic anangement, whereas the superconducting 
cubic phase of NbN (Tc ::::: 15 K) adopts the NaCI (face
centered cubic) motif. In addition, except for the possi
bility of nonstoichiometry (viz., NbN.r> where x < 1) or 
isotopic substitution, these examples underscore the 
rudimentary chemical versatility of earlier known super
conductors. In contrast, even the empirical chemical for
mulations of the first two high-temperature copper oxide 
superconductors La2-rAtCCul -x Mx)O: (Lseo, where A is 
typically Ba or Sr; t::::: 0.2; z ::::: 4; Tc ::::: 40 K at x = 0; 
and M is a divalent dopant ion such as Zn2+ or Ni2+ or a 
trivalent dopant ion such as A1 3+ or Ga3+) and 
YBa2(Cul_xMxhOy (YBeO, where y::::: 7; Tc ::::: 90 K at x = 
0; and M is as above) underscore their structural and 
electronic complexity. 

Continuing in this vein, and given the prominent posi
tion of crystal structure in the attainment of supercon
ductivity in these two families of copper oxide ceramics, 
the basic architecture of their crystal structures will be il
lustrated and discussed in some detail. The higher sym-
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metry (body-centered tetragonal) and simpler crystalline 
motif (Fig. 1; Table 1; see, e.g., Ref. 3) adopted by the 
Lseo ceramics are based on those of the stoichiometric 
parent compound La2Cu04' which is an insulator. The 
principal structural elements of interest (Figs. 1 and 2) in 
the La2Cu04 motif are sheets of nine-coordinate La3+ 
sites separating planes of vertex-sharing octahedral Cu2+ 
sites. 

Moreover, it follows from the empirical formula of 
the Lseo ceramics that substitution at the lanthanum ion 
site by an alkaline earth ion and creation of electron 
holes are crucial in achieving both conductivity and su
perconductivity. In fact, substitution of about 20% of the 
Sr2+ (or Ba2+) ions at the La3+ sites leads to an optimized 
critical temperature near 40 K. The nature of the elec
tronic holes generated in the CU06 plane has, however, 
been a point of some contention. In a pure ionic-bonding 
limit, these holes could be (1) generated at the Cu atom 
site, leading to CU2+/CU3+ mixed valency; or (2) created 
at the oxygen atom site, yielding an electronic charge 
slightly less in magnitude than -2 (as appropriate to the 
parent La2Cu04 compound). Important to what follows, 
however, is that the relative simplicity of this structural 
motif and the small number of sites available for substi
tution suggest that the effects of doping on structural 
properties and critical temperature should, in principle, 
be chemically and experimentally uncomplicated. 

In the lower symmetry (primitive orthorhombic) and 
more elaborate crystalline structure (Fig. 3; Table 2; see, 
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Figure 1. Illustrations of the tetrag
onal crystal structure of the LSCO cer
amics, for example, La(Srh Cu0 4. Here, 
the crystallograph ic c axis is vertical. 

Figure 2. Coord ination geometry 
about the La(Sr) and Cu ion sites in 
the LSCO ceramics, for example, 
La(SrhCu0 4· 

~ 

La(Sr) 

Table 1. Atomic coordinates and site symmetries for La2Cu04 
in space group 141m mm. 

Wyckoff Site Atomic 
Atom notation symmetry 
La 4e 4mm (C4v) 

Cu 2a 4/m mm (D4h) 

0(1 ) 4c mmm (D2h) 

0 (2) 4e 4mm (C4v) 

e.g., Refs. 4 and 5) adopted by the YBCO ceramics, a sin
gle site for the pseudo-rare earth (y3+) or lanthanide ion 
and two symmetry-related, ten-coordinate sites for the 
alkaline earth (Ba2+) ions are seen (Figs . 3 and 4) . The 
complexity in the interpretation of the substitution 
results for the y 3+ ion is then expected to be similar to 
that for the LSCO ceramics. 
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An added complication in the YBCO ceramics, howev
er, i that two cia e ( iz .. Fig . 3 and 4) of copper sites 
are available for ub titution: ( 1) two ymmetry-related 
plane of CuO- edge- hared quare pyramids-Cu(2) 
ite ; and (2) a mmetry-independent layer containing 

chains of CuO.t polyhedra exhibiting near- quare-planar 
geometry-Cu e 1) ite. E en in thi native ceramic, a 
formal electron count (holding, a abo e, the rare earth 
and alkaline earth ion to ideal ionic charge of +3 and 
+2, respectivel ) require that hole (1 ) be generated at 
either or both copper ites , with the rudimentary cenario 
being Cu2

+ ions at the two Cu (2) ites per cell and a Cu3
+ 

ion at the lone Cu (3) site; or (2) be created at the ox gen 
ite, yielding an oxygen ion charge lightly Ie in mag

nitude than -2 (- 1.86e, in fact). Finally, the complica
tion of having two copper ites available for ub titution 
has made interpretation of the effects of metal doping for 
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Table 2. Atomic coordinates and site symmetries for 
YBa2Cu307 in space group Pmmm. 

Wyckoff Site Atomic 
Atom notation symmetry position 
y Ih mmm (D2h) 1/2, 1/2, 1/2 
Ba 2t mm (C2Y) 1/2, 1/2, z 1/5 
Cu(1 ) 2a mmm (D2h) 0, 0, 0 
Cu(2) 2q mm (C2Y) 0, 0, z 1/3 
0(1) 2q mm (C2Y) 0, 0, z l/6 
0 (2) 2q mm (C2Y) 1/2, 0, z l/3 
0 (3) 2a mm (C2Y) 0, 1/2, z l/3 
0(4) Ie mmm (D 2h) 0, 1/2, 0 

copper on the critical temperature and structural proper
ties both chemically and experimentally intricate. 

In what follows, results for some of the chemical sub
stitution data on these high-Tc copper oxide ceramics and 
their analysis and interpretation are presented. Because 
the field is rapidly evolving and extensive, a complete 
presentation of the empirical data or their analysis and 
interpretation is virtually impossible. Thus, the issues 
selected here largely reflect personal interest and ex
perimental and theoretical involvement. 

SUBSTITUTION AT THE RARE EARTH SITE 
IN YBCO AND LSCO CERAMICS 

YBCO Ceramics 
One very early surprise in the crystal chemistry of the 

YBCO ceramics was the finding that the substitution of 
several other rare earth ions, R3+, for the y 3+ ion in the 
parent compound did not dramatically alter the super
conducting behavior (see, e.g. , Ref. 6). In particular, the 
critical temperature is relatively unaffected by whether 
the dopant rare earth ion has a magnetic ground state-a 
surprising result, since magnetism and superconductivity 
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y 

Sa 

Figure 3. Illustrations of the ortho
rhombic crystal structure of the YBCO 

ceramics (e.g. , YBa2Cu30 7)' Here, the 
crystallographic c axis is vertical and 
the a axis is horizontal. 

Cu(1) 

Cu(2) 

Figure 4. Coordination environments about the Y, Ba, and the 
two Cu ion sites in the YBCO ceramics (e.g., YBa2Cu307)' 

are competitive quantum phenomena. One clear implica
tion of these data, then, is that the portion of the crystal 
structure near the yttrium ion site is not intimately in
volved in the superconducting network. 

Small but systematic changes, however, occur in 
the structural and superconducting properties of these 
materials with substitution by rare earth ions, and of 
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these, the variation in the c-axi length and critical tem
perature are pre ented and briefly di cu ed here. Fol
lowing the imple ionic model for the bonding in uch 
materials, trends in the e two parameter are examined 
as a function of the ionic radiu of the y 3+ or rare earth 
ion. For background, the effect of the number (from 0 to 
14) of electron in the f hell on the ionic radiu it elf for 
these R3+ ion i hown in Figure 5. Clearl . weakly ep
arate (each nearly linear) trend exi t for the fir t and 
second hal e of the erie. The Y(III) ion i anomalou 
in this plot, and expectedly so, gi en it atypical elec
tronic configuration. For future reference, note that the 
ionic radiu of Y(III) i nearly identical to that of 
Ho(III) . 

Figure 6 show the trend in the c-ax i length for a e
ries of RB a2Cu30 3 ceramics with the ionic radiu of the 
rare earth ion. The approximatel linear ariation ob
served immediately uggest that the imple ionic model 
is a practical f ir t approximation to the chemical bonding 
at the rare earth site. For added confirmation, note that 
the data point for the Y-based ceramic take it "rightful" 
place near the Ho compound, accentuating the dominant 
role of ionic ize. 

Next , Figure 7 how the correlation between the crit
ical temperature Tc and ionic radiu . Although the effect 
is small (only:::: 3 K 0 er the erie) a nominal I linear 
increa e i een in Tc with the increa ing ionic radiu of 
the rare earth ion. The increa e in cell volume accom
panying the expanded c-axis length may lead to an en
hanced den ityof tate at the Fermi level and rna re ult 
in thi mild increa e in Teo 7 

LSCO Ceramic 
Trend in the c-axi length and Tc with th ionic radiu 

of the rare earth ion are now examined fo r a erie of 
LSCO ceramics ( ee, e.g. , Ref. 8) . Here, the problem i a 
bit more complex . Full ub titution for the lanthanum 
ion by some rare earth ions lead to the adoption of an al -
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Figure 5. Effect of the number of f electrons on the ionic radius 
of the R3+ ion . 
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ternati e, non up rconducting cr tal tructure. What 
ha been ucce full und rtaken i the ynthesis of a 
number of ceramic in which a mall frac tion (about 
10<7£ ) of the par nt La3+ i replaced by another R3+ ion. 
Thu . the rare earth it in the LSCO tructure is occupied 
b La3+. another R3+ ion . and Sr2+. A uming random oc
cupanc . the ionic radiu attributed to this site has been 
caIculat d a the 0 upanc -weighted average of the 
three re iding ion . H r , a for the YBCO ceramics, a 
nominall linear tr nd in the c-axis length with increas
ing ionic ize i ob r ed Fig . 8) . The magnitude of the 
effect i more dramatic in the LSCO ceramics, however. In 
fact, on the ba i of linear approximations and normali-
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Figure 6. Variation in the c-axis length with the ionic radius of 
the R3+ ion in a series of substituted YBCO ceramics. 
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Figure 7. Comparison between the variation in critical tempera
ture Tc and ionic radius for YBCO (upper curve) and LSCO (lower 
right curve) ceramics. 
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zation to the number of rare earth sites per cell, the effect 
in the LSCO ceramics is nearly a factor of four larger than 
in the YBCO ceramics. 

Similarly, the effect on the magnitude of Tc due to 
ubstitution at the rare earth site is considerably more 

dramatic in the LSCO ceramics than in the YBCO ceramics. 
Figure 7 shows variations in Tc for both families of cer
amics. Consistent with Figure 8, the normalized rate of 
change with ionic radius is nearly an order of magnitude 
larger fo r the LSCO ceramics than for the YBCO ceramics. 

SUBSTITUTION FOR COPPER 
IN YBCO AND LSCO CERAMICS 

The presence of copper in these ceramics appears to 
be a crucial element in the realization of high-Tc super
conductivity. Expectedly, then, several studies on the 
substitution of tral!sition metal and nontransition metal 
ions for copper in these materials have been undertaken. 

YBCO Studies 
The contribution of plane Cu(2) and chain Cu( 1) cop

per sites to the attainment of the high-Tc in the YBCO cer
amics has been and remains a source for theoretical de
bate and experimentation. The earliest suggestions cen
tered on the chain sites, since this structural element is 
absent in the lower-Tc LSCO ceramics. Recently, measure
ments from substitution studies have entered into this 
controversy, as strong evidence has been presented for 
preferred substitution in the YBCO structure. 

The notion of preferred site substitution follows ex
perimentally from the study of various metal dopants on 
the superconducting and structural properties of the YBCO 

ceramics. For example, Figure 9 shows the effect on Tc 
with Ga3+, AI 3

+, Zn2
+, and Ni2

+ substitution for copper 
(see, e.g. , Refs. 9-13). Clearly, these results suggest two 
types of behavior, and it is at the initial stages (the first 
3% to 4%) of bulk copper substitution that these two 
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Figure 8. Variation in the c-axis length with ionic radius for a se
ries of LSCO ceramics. 
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types are differentiated- Tc is virtually unaffected by 
Ga3+ and A13+ substitution and nearly halved for the same 
level of substitution by Zn2+ and Ni2

+. 

Similarly, Figure 10 shows that in the early stage of 
Ga3+ substitution, for example, the small difference in 
the crystallographic a and b axes in the orthorhombic 
phase of the YBCO ceramics is dramatically reduced, and 
equivalency of the axial lengths, resulting in tetragonal 
symmetry, is readily achieved. In contrast, the lengths of 
the a and b axes are virtually unaffected (Fig. 11) by the 
substitution, for example, of Zn2

+. These results are con
veniently expressed on a common basis in terms of the 
effect on the crystallographic strain {(b - a)j(b + a) }, as 
shown in Figure 12. 
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Figure 9. Effect on the critical temperature of metal ion substi
tution for copper in YBa(Cu1 _xMxbOy ceramics, where M is AI3+, 
Ga3+, Zn2+, and Ni2+. 
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Figure 10. Variation in the length of the a and b cell axes with 
percent metal substitution for YBa2(Cu1 _xGa,bOy ceramics. 
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It is advantageous here to present an intuitive ratio
nale for the foregoing structural results and to suggest 
the class of the copper site that the various dopant ions 
are preferentially occupying. In Figure 3, the topography 
of the Cu-O chains in the Cu(l ) layer and the Cu-O 
planes in the Cu(2) layers is shown. Obviously, the 
Cu(l ) layer is responsible for the difference in the 
lengths of the in-plane a and b axes and the observed or
thorhombic symmetry of the unsubstituted ceramic (see, 
e.g. , Refs. 14 and 15). If, however, the oxygen atoms are 
randomly distributed in this layer, then the a and b axes 
would become equal, and tetragonal symmetry would be 
attained. On the basis of this line of argument, the re ult 
presented in Figures 10 and 11 make it likely that the 
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Figure 11. Variation in the length of the a and b cell axes with 
percent metal substitution for YBa2(Cu1_xZnrb 0 ,. ceramics. 
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Figure 12. Trend in spontaneous strain with percent metal sub
stitution for YBa{Cu1_xMxbO" ceramics, where M is AI3+, Ga3+, 
Zn2+, and Ni2+. . 
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Ga3+ ions u b ti tu te preferentially at the C u (l) chain site 
and the Zn:2+ ions at the Cu (2) plane si te. In addition to 
this intuiti e argument. con iderable experimental evi
dence exi t from neutron diffraction data l

1.l
2 for this 

preferential pattern of ub titution. Finally, results for 
Fe3

+ and C03+ sub titution al 0 strongly suggest prefer
ential occupation of the Cu(l ) ite. 's 

One immediatel note that the Cu(l) site is selec
tively occupied b ion with a formal charge of +3 and 
that the Cu(2) ite i electi ely occupied by ions with a 
formal charge of +2. In fact, charge selectivity is prob
ably the direct antecedent of ite selectivity in these 
chemically complex material .1 6 Also, the presence of 
both open- hell. magnetic-Fe3+ and C03+ at the Cu(l) 
ite; i2+ at the Cu(2) ite-and closed-shell, nonmag

netic-Ga3+ and A13+ at the Cu( 1) site; Zn2
+ at the Cu(2) 

site-ion in both limiting regimes suggests that neither 
exchange nor band filling is the predominant pair-break
ing mechani m leading to the loss of superconductivity 
in the e ceramic . 

Com pari on of Re ult 
for YBCO and LSCO Ceramic 

For metal ion (Zn2+ and i2 ) with a preference for 
ubstitution at the Cu (2) ite in the YBCO tructure, it 
hould be intere ting to compare the effect of metal dop

ing on Tc with that ob erved for a comparable level of 
ub titution at the unique copper ite in the LSCO struc

ture. The ver imilar geometr and electronic tructure 
for the CuOs plane in the YBCO pha e and the Cu06 
plane in the LSCO ceramic eem to en ure that tructure 
and bonding effect ought not e erel compromise uch 
a compari on. 

Figure 13 compare the combined re ult for Zn- and 
i-doped YBCO and LSCO ceramic at low ubstitution 
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Figure 13. Comparison of [Te{.r = 0) - Te{x)] versus percent 
metal subst itution in the low doping regime for M = Zn and 
Ni substitution in YBCO and LSCO ceramics- black curves, 
YBa2{Cu1 _xMx)30y; blue curves, La2_tSrt{Cu1_xMx)Oz 

Johns Hopkins APL Technical D igesf, l 'o illme 12, I limber 3 (/991) 



levels on a common scale by plotting [Tc(x = 0) - Tc(x)] 
versus percent metal substitution, with the following 
amendment: If one assumes strict preferential substitu
tion of Zn2

+ and Ni2
+ for the Cu(2) site in the YBCO cer

amics, then the metal percentage must be corrected from 
the bulk value to reflect this selectivity. For a strict 
preference, the effective metal percentage is 1.5 times 
that of the bulk value, since only two-thirds of the avail
able Cu sites are being substituted. Given the commonly 
ob erved irregularities in the preparation of these materi
al the results presented in Figure 13 are considered 
identical for both Zn and Ni doping and over both fami
lies of ceramics. Thus, the same decrease (near 40 K) in 
Tc for the same limiting percent metal substitution is ob
served in both the YBCO and LSCO ceramics. 

The principal conclusion drawn from this comparison 
is that the integrity of the planes of Cu-O polyhedra in 
the YBCO structure is crucial to the achievement of the 
observed 90 K critical temperature. In short, twice the 
number of Cu-O planes in the YBCO structure compared 
with the LSCO motif leads to twice the critical tempera
ture. Such a notion offers many parallels with the recent-
1y observed dependence of Tc on the number of Cu-O 
layers in TI- and Bi-based oxide superconductors (see, 
e.g. , Ref. 17). 

Substitution-Induced Superstructures 
in Cu(1)-Doped YBCO Ceramics 

An interesting (and experimentally frustrating) aspect 
of the high-temperature superconducting ceramic YBCO 

is that oxygen variability markedly affects the observed 
critical temperature and crystal symmetry. At the nom
inal stoichiometric limits , superconductivity and ortho
rhombic symmetry are observed at y = 7, and semicon-
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ductivity and tetragonal symmetry are obtained at y = 6. 
Analysis of high-resolution X-ray and neutron diffrac
tion data has shown that the oxygen atom denoted 0(4) 
in Figure 3 and associated with the Cu(l ) layers is al
most exclusively the source of this variability. In highly 
ordered specimens with y "'" 7, one-dimensional chains of 
corner-shared CU04 polyhedra propagate along the b ax
is of the orthorhombic cell, as shown in Figure 14A. In 
crystallographic terms, the 0(4) site is fully occupied. At 
the y = 6 limit, both the 0(4) and its counterpart site 
along the a axis- denoted 0(5) - are devoid of atomic 
density. 

As outlined above, selective substitution at the Cu( 1) 
site by trivalent ions such as Ga3

+, AI3
+, Fe3

+, and C03
+ 

also leads to tetragonal symmetry for doping levels near 
where 10% to 12% of the Cu(l) sites are substituted. 
Here, however, the oxygen content is approximately con
stant, and oxygen site disorder (shown in Fig. 14B) has 
been commonly thought to account for the tetragonal 
symmetry. In particular, the tendency of these metal 
dopants for six-coordination has been seen as a motiva
tion for the rearrangement of the oxygen atoms from that 
shown in Figure 14A to that shown in Figure 14B. 

Considerably less attention has been focu sed on the 
role of ordered oxygen superstructures in attaining 
tetragonal symmetry in these metal-doped ceramics. IS 

Exploring how these arrangements could lead to 
tetragonal symmetry has, however, proved fruitful. To il
lustrate this train of thought, a reconstructed oxygen site 
occupancy leading to a (2 x 2) supercell is shown in 
Figure 14C. Formally speaking, we see one dopant site 
(a site of six-coordinate geometry) and three Cu sites (l 
two-coordinate and 2 four-coordinate) per cell , which are 
electrically matched by four equivalent oxygen atoms. 

0 0 0 

o 0 o 0 o 0 

0 0 0 

o 0 o 0 o 0 Figure 14. Four alternate, schematic 
0 0 0 arrangements of the oxygen atoms in 
o 0 o 0 o 0 the Cu(1 )-0 layer in the YBCO struc-
0 0 0 ture . Copper sites are identified by O's, 
o 0 o 0 o 0 ordered oxygen atom sites by X's, and 
0 0 0 disordered oxygen atom sites by dia-
o 0 o 0 o 0 b monds. Oxygen atoms above and be-
0 0 0 low the copper sites complete the coor-

dination polyhedra. A. The (1 x 1) or-
dered orthorhombic array found in na-
tive YBCO. B. The (1 x 1) disordered 
tetragonal array arising from random 
site occupancy. C. The (2 x 2) ordered 

X 
tetragonal supercell with one in four 

X 
of the metal ion sites showing six-
coordination. D. The (3 x 3) ordered 

0 0 tetragonal supercell with one in nine of 
X X X the metal ion sites showing six-coordi-

0 0 nation. 

X 

b 
X 
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Full occupancy of the six-coordinate sites by +3 dopant 
ions would yield a symmetry transition at 2SO/C sub titu
tion of the Cu(l ) ite -more than twice the level ob
served experimentally. 

Alternatively, higher-order superstructures can be en
visioned, and a recon truction leading to a (3 x 3) super
cell is shown in Figure 14D. Here, one dopant site (a ite 
of six-coordinate geometry) and eight Cu ite exi t. In 
this idealized structure, the e eight Cu site are di ided 
into two types: those along the cell edge, which are five
coordinate (nominally trigonal bipyramidal); and tho e 
near the cell center, which are also five-coordinate 
(nominally square pyramidal). Similarly, two clae of 
oxygen atom sites exist: tho e associated with the six
coordinate sites and those lying near the cell center. 

The explicit advantage of the (3 x 3) super tructure 
shown in Figure 14D are twofold: (1) full occupancy of 
the six-coordinate sites by dopant ion implie an or
thorhombic-to-tetragonal transition at 11.I O/C (one in 
nine) substitution of the Cu(l ) sites, in accord with ex
perimental results; and (2) this (3 x 3) upercell 
minimizes the number of repulsive oxygen-atom oxy
gen-atom nearest-neighbor interactions to tho e a ociat
ed with the dopant ites. 

To emulate the ubstitution of cations. Madelung 
energies (the electro tatic contribution to cry tal cohe
sion) for various ionic charges at the sub titution ite 
have been evaluated and the results presented in Figure 
15. At the critical concentration (:::::11 %) of +3 dopant in 
the Cu(l )-O plane leading to tetragonal ymmetry. the 
(3 x 3) ordered supercell i ignificantly favored over 
the (1 x l ) disordered array and the (2 x 2) ordered u
percell. Thus, a (3 x 3) ordered oxygen atom recon truc
tion may have a fundamental role in the achievement of 
tetragonal symmetry when +3 dopants are electivel 
substituted into the Cu(l ) site of the YBCO structure. 

-185 ~--------------------------~---------

-210 J 

- 260 
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Figure 15. Results of Madelung energy calculations for three of 
the supercell models shown in Figure 14 with various charges on 
the dopant ion. 

270 

REFERE CES 

I Bednorz. 1. G .. and ~1uller. K. .. "Po ible High Tc Superconductivity in the 
BaLaCuO Sy tern:' Z. Phys. 8 6-J. I 9-193 (19 6). 

~ Wu. M. K .. A hburn. J. R .. Torng. C. J .. Hor. P. H .. Meng, R. L.. et aI., "Super
conductivit) at 93 K in a 'e\\ Mixed-Phase YBaCuO Compound System at 
Ambient Pres ure: ' Phn. ReI'. Leu. 58. 90 -9 10 ( 1987) . 

3 Jorgen en. J. D .. Schur;ler. H.-B .. Hink . D. G .. Capone. D. w., Zhang, K., et 
a1.. "Lanice [n<,tability and High Tc uperconductivity in La2_xBarCu0 4'" 
Pln·s. ReI'. Leu. 5 . 102-l-IOn ( 19 ). 

-t Beno. M. .. oderholm. L.. Capone. D. .. Hink . D. G .. Jorgensen, J. D., et 
al.. .. truclUre of the Single-Phase High-Temperature Superconductor 
YBa~Cu107_ ':' Appl. Phys . Leu. 51. 57-59 (1987). 

: Greeden: J. E .. O·Reilly. . H .. and Stager. C. v.. "Oxygen Ordering in the 
Crystal tructure of the 93 K Superconductor YB a2Cu30 7 sing Powder Neu
tron Diffraction at 29 and 79.- K:' Pln-s. Re\". 8 35. 8770-8773 (1987). 

6 Tara con. J . 1\1.. McKinnon. \ . R .. G;eene. L. H .. Hull. G. w., and Vogel, 
E. M .. "Oxygen and Rare-Earth Doping of the 90-K Superconducting Perov
kite YBa2Cu3 [,°7-.,_" Phys. ReI'. 836.226-234 ( 1987). 

7 Ki tenmacher. T. J .. "Effect of the Rare-Earth Ion R on Structure and Super
conductivity in High-Tc RBa~Cu30, Ceramic ." Solid Stale COmnllll1 . 65, 981-
9 5 (19 ). . 
Tarascon. J. M .. Greene. L. H .. Barbou". P .. M Kinnon. . R .. Hull. G. w., et 
al.. "3d-Doping of High-TemperalUre upercondu ting Perov kites La-Sr-Cu° and Y-Ba-Cu-O:' Phys . ReI'. 8 36. _93- 00 ( 19 ). 

9 Tarascon. J. M .. Barbou~. P .. Miceli. P. F.. Greene. L. H .. Hull. G. .. et al.. 
"Structure and Ph) ical Propenie of the Metal ( M ) Sub tituted 
YBa~Cu1_ ,.Mp7_\ Pero\' kites:' Phys . Rl'l". 8 37. 745 -7-l69 (19 ). 

IOXiao~ G.~ Stn:itz. F. H .. Gavrin. A .. Du. Y.-w.. and Chien. C. L.. "Effect of 
Tran ition Metal Element on uperconducti\ it) of Y - Ba-Cu-O:' Phys. ReI'. 
835.72- 7 -l(19 7 ). 

II Xiao. G .. Cieplak. M. Z .. Mu er. D .. Ga\ rill. .. treitz. F. H .. et a l. . "Sig
nificance of Plane ver us Chain ite in High-TemperalUre Oxide Supercon
ductors'" alltre (Lol1dol1 ) 332. 23 -2-lO ( 19 ). 

I~ Xiao. G .. Cieplak. 1. Z .. Gavrin. A.. treitz. F. H .. Bakh hai. A .. et al.. " High
Temperature Superconducti\ it) in Tetragonal PerO\ kite tructure: [ Oxy
gen- acanc)' Order Important")"" Phys. ReI'. Leu . 60. [-l-l6-1-l-l9 ( 19 ). 

13 Ki tenmacher. T. J .. Bryden. \\'. A .. Morgan. J . .. loorjani. K .. Du. y'-'V .. et 
al.. "Stabilization of the Tetragonal Ph3!>e and uperconducting Behavior in 
RBa~(Cul _ \ Fe r)30, : R = Y. Gd: 0 < x < 0.1-:' Phys. Rei". 8 36. 77- 0 
(19 7) . . 

l-t Ki tenmacher. T. J .. ··OX) gen Content and ite Di_lribution in High-Tc Super
_ conducting YBa2Cu30r Ceramic :. IlIor !? Chem . 26. ::'M9-36-0 (19 7 ). 

I Ki stenmacher. T. J .... . apping the Orthorhombi -to-Tetragonal Tran ition at 
Ambient Temperature in YBa::?Cu30 , Cerami _: . J . Appl. Phys. 6-J. -067--070 
( 198 J. . 

16 Ki tenmacher. T. J .. "Sub titution for Copper in YBa~Cu30,: The First 3lf :· 
PllYS. ReI'. 8 38. 62- 67 ( 19 ). . 

17 SI~ighl. A. \ .. "Chemi~tf) of High-Temperature uperconductors:' Science 
2~2. n9- 1-27(19 ). 

I Ki tenmacher. T. J .... ub titUlion-[ndu ed Uperslru ture in CUI I)- Doped 
YBa.,(Cul _, 1,h O, Ceramic ( ~1 = Trivalent Cation )." Phys. Rl'l". 8 39. 
12279-122 2 (19 9 ). 

THE AUTHOR 
J . KI TE MACHER 

i a Principal Profe ional Staff 
hemi t in PL' Milton S. Ei en

how r Re earch Center. He ob
tajn daB .. degree in chemjstry 
from [ow a tate ni er it and 
M .. and Ph.D. degree in chemi -
II) from the niversiry of IIIinoi . 
During 1969- 71. he wa a Junior 
Fello\\ in hemical phy i at the 
California In tilUte of Technology. 
During 1971 - 2. he erved on the 
facultie of The John Hopkin 

niver it and the Ca lifornia In-
tilUte of Technolog . Dr. Ki ten

macher joined APL in 19 2 as a 
member of the Microwa e Phy ic 

Group. In 19 4, he became a member of the Material Science Group. 
where hi current re earch interest include cry talline rruclUre and 
structure- phy ical propert relation hip in highl conducti e organi 
olid . local truclUre and magnetic propertie of amorphou thjn film 

and multilayer. the e lucidation of tructural model for ico ahedral 
materia ls, the truclUral ba i for high-Tc oxide cerami 
bandgap metal-nitride emiconductors. 

Johns Hopkins APL Technical Dif?est . \ olllme 12 . 'limber 3 (/991 ) 


